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Darby Industrial Ltd can offer the following product subject to prior sale

Code 1 - Central Asia - Barite - 4,1g

y

The name of Indicators

Standards for ND

Factual Meaning

1 | Mass fraction of barium sulfate (BaSO4 = not less 81 82

2 | Density, g/ cm 2 not less than 4.10 412
Mass fraction of the residue after screening on mesh Ne 0071

3 | GOST 6613-86,%, no more than 6 =il

4 | Mass fraction of fraction 6 mm,%, no more than 10 2.02

5| Mass fraction of water-soluble calcium,%, no more than 0.05 0.01

6 | Moisture content,%, no more 2 0.57




